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Lab Report

Bumhr-Clqg, Inc.
12980 Cedar Dr.
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(M3) 989+104
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 \Vfesi Cedar Dr.
Lakewood, Colorado 80228
(303) 989+KW

BONDAR CLEGG

REPORT! 098-1459 < COMPLETE ) REFERENCE INFO: NONE LISTED

client: brohn mining corp. submitted by: j. barron

PROJECT: NONE LISTED DATE PRINTED: 30-N0V-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 68 0,002 OPT Fire Assay
2 Au Gold 1 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 68 2 -150 68 Assay Prep 68
Sample Pickup 1

remarks: sample 10-15 HAS not received with the sample

SHIPMENT,

FINAL RESULTS ARE REPORTED.

2 RESULTS REPORTED FOR ONE SAMPLE.

REPORT COPIES TO! MR. JIM BARRON 
MR, JIM BARRON

INVOICE TO: MR. JIM BARRON



Geochemical
tab Report

Boodar-Orgg. Inc.
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(M3) 98W404

BONDAR CLEGG

REPORT*, 098-1459 PROJECT: HONE LISTED PAGE 1

SAMPLE ELEMENT Au Au SAMPLE ELEMENT Au Au
NUMBER UNITS OPT OPT NUMBER UNITS OPT OPT

D2 R88-504-0-5 0.03<f idQ- D2 R88-504-205-210 0.044^50.080 .06 Z
D2 R88-504-5-10 0,011 D2 R88-504-210-215 0.011
P2 R8S-504-15-20 0.022

1 (S> D2 R88-504-215-220 0.017
D2 R88-504-20-25 0.027 D2 R88-504-220-225 0.018
D2 R88-504-25-30 0.010 3$ ^ D2 R88-504-225-230 0.008

B2 R88-504-30-35 0.022 02 R88-504-230-235 0.005
D2 R88-504-35-40 0.023 02 R68-504-235-240 0.007
D2 R88-504-40-45 0.019 02 R88-504-240-245 0.007
02 R88-504-45-50 0.033_____ 02 R88-504-243-250 0.011
02 R88-504-50-55 0.017 02 R88-504-250-255 •0.003

02 R88-504-55-60 0.017 02 R88-504-255-260 0.003
02 R88-504-60-65 0.013 02 R88-504-260-265 <0.002
02 R88-504-65-70 0.014 02 R88-504-265-270 <0.002
02 R88-504-70-75 0.010 02 R88-504-270-275 0.003
02 R88-504-75-80 0.022 02 R88-504-275-280 <0.002

02 R88-504-80-85 0.022 02 R88-504-280-285 <0.002
02 R88-504-85-90 0.018 J-3 02 R88-504-285-290 <0.002
02 R88-504-90-95 0.016 02 R88-504-290-295 <0.002
02 R88-504-95-100 0.020__ 02 R88-504-295-300 <0.002
02 R88-504-100-105 0.017 02 R88-504-300-305 0.003

02 R88-504-105-110 0.018 02 R88-504-305-310 0.002
02 R88-504-110-115 0.011 02 R88-504-310-315 0.003
02 R88-504-115-120 0.008 02 R88-504-315-320 0.003
02 R88-504-120-125 0.013 02 R88-504-320-325 0.004
02 R88-504-125-130 0.011 02 R88-504-325-330 <0.002

02 R88-504-130-135 0.008 02 R88-504-330-335 <0.002
02 R88-504-135-140 0.004 ,0^

0.02CZ- S
02 R88-504-335-340 0.005

02 R88-504-140-145 02 R88-504-340-345 0.002
02 R88-504-145-150 0.010
02 R88-504-150-155 0.012

02 R88-504-155-160 0.005
02 R88-504-160-165 0.011
02 R38-504-165-170 0.03$— K(

0.023 \*> ^02 R88-504-170-175
02 R88-504-173-180 0.02^_

D2 R88-504-180-185 6.010

02 R88-504-185-190 0.008
02 RG8-504-190-195 0.009
02 R88-504-195-200 0.014
02 R88-504-200-205 0.003
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989+104

BOfJOARCLEGG

REPORT! 098-1460 < COMPLETE ) REFERENCE INFO*. RONE LISTED

CLIENT*. BROHM MINING CORP. SUBMITTED BY*. J, BARRON
project: none listed DATE PRINTED: 1-DEC-88

NUMBER OF LOUER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 20 0.002 OPT Fire Assay
2 Au Gold 1 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 20 2 -150 20 Assay Prep 20

remarks: final results nou reported.

THO SEPARATE ASSAY RESULTS REPORTED FOR ONE 
SAMPLE.

REPORT COPIES TOJ MR. JIM BARRON INVOICE TOT MR. JIM BARRON
MR. JIM BARRON



Geochemical
Lab Report

Bondar-('let>£, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BONDARCLEGG

REPORT: 098-1460 project: none listed page i

SAMPLE ELEMENT Au Au
NUMBER UNITS OPT OPT

D2 R88-504-345-350 0,005
D2 R88-504-350-355 <0,002
D2 R88-504-355-360 <0.002
D2 R88-504-360-365 <0.002
D2 R88-504-365-370 <0.002

D2 R88-504-370-375 <0,002
D2 R88-504-375-380 0,002
D2 R88-504-380-385 0,003
D2 R88-504-385-390 <0.002
D2 R88-504-390-395 <0.002

D2 R88-504-395-400 <0.002
D2 R88-504-400-405 0.002 *3 -oiv
D2 R88-504-405-410 0.005
D2 R88-504-410-415 0.004
D2 R88-504-415-420 0.004

D2 R88-504-420-425 0,003
D2 R88-504-425-430 0.009
D2 R88-504-430-435 0,009
D2 R88-504-435-440 <0.002
D2 R88-504-440-445 <0.002



LAB. REPORT NO.

B BONDAR-CLEGG INC.

12980 W. CEDAR DR., LAKEWOOD, CD. 00228 PHONE: 989-1404 TELEX: A5-G93

Date Shipped.
»/■? / ^ SAMPLE SHIPMENT NOTICE

Via□ Prepaid or □ Collect

# Parcels in Shipment. 

GEOLOGIST'S NAME___ _____________PHONE NUMBER.

TOTAL NUMBER OF SAMPLES .

.PROJECT NAME OR NUMBER.

Samples
Type

#
Samples

Sample Numbers 
(Series)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba E spec

Neutron
Activation DCP

Ore
test

[I
jTt

Bi
Neutron

Activation
ore

Ni
Neutron

DCP
ore

Neutron ore
Neutron are

Neutron ore

Neutron

Mr-
N'OuifOU

UCP
Neutron ore

Neutron ore

H.
Neutron n re
Neutron

pe spec
Neutron ore

f Xq assay (%, ore grade) □ / prepared
f samplesPlease analyze by > methods, the enclosed <

' □ geochemical (ppm, trace level) l unprepared /

□ 00 NOT ASSAY GEOCHEMICAL OVERLIMITS 
COMMENTS_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS

□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

□
□
□
□

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

Results
\J. u

□ Results.
Invoices n- □ Invoices
Pulps n Pulps
Rejects □ Rejects.

□ Results
□ Invoice
□ Pulps _
□ Reiects

□ Results
□ Invoice,
□ Pulps _
□ Reiects

CLIENT’S COPY



LAB. REPORT NO.

BQNDAR-CLEGG INC.
12900 W. CEDAR DR.. LAKEWOOD. CD. 00220 PHOfNJE: 909-TACKl TELEX: <45-093

SAMPLE SHIPMENT NOTICE

Date ShippedVia□ Prepaid or □ Collect

# Parcels in Shipment TOTAL NUMBER OF SAMPLES-----------------------------------------------------------------------------------------

GEOLOGIST'S NAMEPHONE NUMBERPROJECT NAME OR NUMBER--------------------------

Samples
Type

#
Samples

Sample Numbers 
(Series)

ELEMENTS TO BE ANALYZEO
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba E spec

Neutron
Activation DCP

Ore
lesl

sW
Acliv dtion DCP

lVJ —--- - - - - - - - - - - - - - - - - - - - - - - - - - - Neutron
OCP

Off

Neutron
DCP

ore

r
Neutron

Neuron

Neutron

w

ore

Neutron
OCP

dll

7r\

Neutron

< □ assay (%. ore grade) ) □ / prepared I
Please analyze by T > methods, the enclosed < I samples

‘ □ geochemical (ppm, trace level) ‘ l unprepared 1

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS 
COMMENTS

PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS

□ DISCARD AFTER ANALYSIS COMPLETE
O RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE
-□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

□
□
□
□

Results. 
Invoices 
Pulps _ 
Reacts.

□ Results
□ Invoice
□ Pulps _
□ Reiects

RESULTS. INVOICES AND SAMPLES TO BE SENT TO:

_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Results_ _ _
_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Invoices_ _
_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Pulps_ _ _ _
:_ _ _ _ _ _ _ _ _ _ _ _ _  □ Rejects_ _ _ _ _ _ _

_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Results__
_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Invoice_ _ _
_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Pulps_ _ _ _
_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Rejects__

CLIENT’S COPY



TONTO

ROTARY RIG REPORT TIME SHEET 0
F 0

74

A OPERATING RIG
FUNCTIONS

■ FOOTAGE CONTRACT

RIG HOURS

! HOURLY CONTRACT 

R»G HOURS

MATERIALS CONSUMED
E. (Specify quantities and types)

CHARGEABLE

TO CLIENT

chargeable

to TONTO

OFFICE

use
ONLY

Cl if NT TONTO CLJENT TONTO 55 Gel (bags) >3rra t/
1 Drill OB 0 to

_______
56 Polymers

2 Drill OB to 57

3 Set 0 Casing to 58 Foam (pails)

4 DDH Rev Circ 0 to V
59 Rock Oil (gal.)

5 DHH Rev. Circ to 60 LCM

6 DHH Rev Circ. to 61

7

a

Tricone Rev Circ O to I_______ 62 Cement (bags)

Tricone Rev Circ. to 63 Sample Bags
9 Tricone Rev Circ. to 64 Diesel (gal) 'ZOl? /I*
10 Conventional DDH O to F.MATERIALS LEFT IN HOLE (recovered)

n Convenional DHH to 65 Drill Pipe ft.
12 Conventional DHH to 66
13 Conventional Trie. O to 67 Casing ft

14 Conventional Trie to 68
15 Conventional Trie. to 69

___________ ________________
16 Rotary Core to G . OTHER MATERIALSCHAFtGEABLE TO CLIENT OTV

17 Trip Rods (Bit) at ^ 2______ / 70 y? . . _
— . —^}£t- ^1// r i

1 ^

181 Trip Rods (Other) at yV 71
19 { Pull Casing 72

20 Ream Rods / Casing 73
21 Drill Sand / Cave H . A/R MATERIALS —Office Use Only
22 Condition Hole 74 Length of Move 93 Hole Start Time
23 Survey Hole 75 Length of Waterline/Haul
24 Log Hole 76 Type of Splitter - Wet/Dry 94 Hole Finish Time
25 Engineering Work

26 Cement / Grout/jw / 1. EQUIPMENT SUMMARY

27 Recover Equipment Water Truck Mileage # loads

28 Rig Up / Rig Down 78 Water Truck Hours

29 79 Pipe/Boom Truck Usage (hrs)

30 80

31 TOTAL OPERATING TIME

B NON-OPERATING 
RIG FUNCTIONS

RIG HOURS RIG HOURS J. LABOUR SUMMARY TRAVEL HRS WKD

CLIENT TONTO CLIENT TONTO DRILLER i J K L
32 [ Mob / Demob 82 --------- " ---------

33 Move / 83
34 Water Supply HELPER
35 Ftepairs 84 /f x* i/ f?i P J. 1

36 Service / Maint 85,
37 Delays - access OTHER
38 - water 861

39 - cement set 871 TOTAL MAN HOURS

40 - parts Payroll Invoicing Cont. Sud

41 REMARKS /"
42 TOTAL NON-OP TIME

43 y rnn r/ s/r* // /or ^

C. EXTRA LABOUR
MAN HOURS MAN HOURS Vy. /XV x rr/r^y,/'#> n/ A /) t

CLIENT TONTO CLIENT TONTO {9 ^ f M //(* / / /. M ^ r

44 Supervisor

45 Water Truck Dr. M ^ A F /

46 Sampler ^ £rt°/t *
47

48 TOTAL EXTRA LABOUR

50

51

5?

53

54

CLIENT APPROVAL

TONTO APPROVAL

88 TOTAL FOOTAGE

CLIENT
89

90

HAMMER S'N REAMER S/N HAMMER MOO *

• >' SHIFT DANG 91

92RIG No

DATE cO'm/yr, // / -C /

JOB No
LOCATION

_£------------------



(if;11

** 91' uT

TONTO

ROTARY RIG REPORT TIME SHEET #
r033313

. OPERATING RIG

FUNCTIONS

FOOTAGE CONTRACT

RIG HOURS

HOURLY CONTRACT

RIG HOURS

MATERIALS CONSUMED
E. (Specify quantities and types)

CHARGEABLE

TO CLIENT

CHARGEABLE

TO TONTO

QFFICE

USE

ONLY

CLIENT TONTO CLIENT TONTO 55 Gel (bags)

1 Drill qB O to 56 Polymers

2 Drill dp to 57

3 Set Y Casing to jJh 58 Foam (pails)

4 DDH Rev. Circ. O to 59 Rock Oil (gal.)

5 DHH Rev. Circ. to jL- 60 LCM

6 DHH Rev. Circ. to y 61

7 Tricone Rev Circ. O to 62 Cement (bags)

8 Tricone Rev Circ. to 63 Sample Bags
9 Tricone Rev. Circ. to 64 Diesel (gal) .

10 Conventional DDH O to F.MATERIALS LEFT IN HOLE (recovered)

11 Convenlonal DHH to 65 Drill Pipe ft.

12 Conventional DHH to 66

13 Conventional Trie. O to 67 Casing ft.
14 Conventional Trie. to 68
15 Conventional Trie. to 69
16 Rotary Core to G . OTHER MATERIALS CHARGEABLE TO CLIENT
17 Trip Rods (Bit) at 70 tsy/A/Ss S
18 Trip Rods (Other) at i V C 71

19 Pull Casing 72

20 Ream Rods / Casing 73

21 Drill Sand / Cave H . A/R MATERIALS —Office Use Only
22 Condition Hole 74 Length of Move 93 Hole Start Time
23 Survey Hole 75 Length of Waterline/Haul

24 Log Hole 76 Type of Splitter - Wet/Dry 94 Hole Finish Time
25 Engineering Work

26 Cement / Grout , Sr 1. EQUIPMENT SUMMARY

27 Recover Equipment 77 Water Truck Mileage 0 loads
28 Rig Up / Rig Down 78 Water Truck Hours

29 79 Pipe/Boom Truck Usage (hrs)

30 80

31 TOTAL OPERATING TIME 81

p NON-OPERATING 
RIG FUNCTIONS

RIG HOURS RIG HOURS J. LABOUR SUMMARY TRAVEL HRS WKD

CLIENT TONTO CLIENT TONTO DRILLER l J K L

32 Mob / Demob 82 1 /?£
33 Move / i ;• So S' // 83
34 Water Supply HELPER
35 Repairs 84 S7&£aJ/7/£l f /Ly
36 Service / Mamt. 85
37 Delays - access OTHER
38 - water 86 /A/JA/tP// SozyzV
39 - cement set 87 TOTAL MAN HOURS

^7

40 - parts Payroll Invoicing Cont. Sup.

41 REMARKS .
42 TOTAL NON-OP TIME To Syt// 0,z7
43 TOTAL RIG TIME /A'y/;> /¥o t t:
C. EXTRA LABOUR

MAN HOURS MAN HOURS svo sr yz ^
CLIENT TONTO CLIENT TONTO A /ASSa/ S Acj ' .A /y/^ZZy

44 Supervisor'". H\C/)l/Tk /j -^ JT
45 Water Truck Dr.

46 Samplsifi'/h’-Vpli Sc/fa'/V /z-

47 A'A/VAu ,\ V, (;
48 TOTAL EXTRA LABOUR

HOLE * M Angle
SIZE N FROM 0 TO P FOOTAGE 0 BIT S/N R HAMMER S/N S REAMER SrN T HAMMER MOO » U

49 vp 3*5 ws /OcP J’7^/2- —y r,>— 
'i

50 /e*T- S°5 ~T77~

o AO Z t> XTZyC //?
51 Z- 0 Sr T7Z ? 7?J>6

tAtZ
52

53

54

CLIENT APPROVAL: . J&sAr''*' Ai-
///

TONTO APPR0VAL- , id location_____________________

88 TOTAL FOOTAGE 89 SHIFT: ,X))a N G 91 DATE (O/M/YR), / / 7 //

CLIENT / . ■ 90 RIG No. 92 JOB No

R 09 -1313


